0060200-OMV

EPA FORM R 95

Iron +

3200 Shop Total Pounds  Chromium Nickel Copper Manganese Phosphorus Sulfur Silicon Molybdenum Trace
T304 3,832,325 728,142 344,909 76,646 1,725 1,150 383,232 2,296,521
T304H 113,665 21,596 10,230 2,273 51 34 11,367 68,114
T304L 5,765,511 1,095,447 518,896 115,310 2,594 1,730 576,551 3,454,983
T316 1,946,078 330,833 233,529 38,922 876 584 194,608 48,6521 1,098,074
T316 (.04 MIN CARBON ) 59,684 10,146 1,218 1,194 27 18 5,968 1,492 39,621
T316L 9,950,304 1,691,552 202,986 199,006 4,478 2,985 995,030 248,758] 6,605,509
T316L (2.75% MOLY) 161,770 27,501 3,300 3,235 73 49 16,177 4,449 106,986
T317L 1,165,315 221,410 163,144 23,306 524 350 116,531 40,786 599,263
T309S 0 0 0 0 0 0 0 0
T3108 464 116 65 9 0 0 70 204
T321 116,190 22,076 12,781 2,324 52 35 11,619 67,303
1347 10,938 1,969 1,203 219 5 3 1,094 6,445
HAST 276 2,202 440 1,277 22 1 0 220 241
ALLOY 20 102 20 39 1 0 0 10 32
OTHER HAST 46 10 27 0 0 0 5 4
A20CB3 7,458 1,492 2,685 261 149 3 0 746 2,122
904L 77,596 17,847 20,175 1,552 35 0 7,760 30,228
INCO 600 14,798 2,220 10,655 74 148 7 0 1,480 215
INCO 625 64,022 9,603 46,096 320 640 29 0 6,402 932
INCO 800 7,339 1,101 5,284 37 73 3 0 734 107
INCO 825 4,236 635 3,050 21 42 2 0 424 62
NICKEL 200 0 0 0 0 0 0 0 0 0
90-10 CUNI 1,660,195 234,029 1,123,340| 7,801 15,602 702 0 156,020 22,701
70-30 CUNI 567,883 85,182 408,876 2,839 5,679 256 0 56,788 8,263
TITANIUM 1,179 177 849 6 12 1 0 118 17
6061 ALUM 7,462 1,119 5,372 37 75 3 0 746 109
5086 ALUM 0 0 0 0 0 0 0 0 0
OTHER ALUM 1,126 169 811 6 11 1 0 113 16
EVERDUR 655 2,595 389 1,869 13 26 1 0 260 38

Totals For 3200 25,440,482 4,505,223 3,122,665 11,415 486,478 11,448 6,937 2,544,071 344,136 14,408,109




1060200-OM1Y

EPAFORMR 95

3405 Fab Shop Total Pounds  Chromium Nickel Copper Manganese Phosphorus Sulfur Silicon Molybdenum Iron + Trace
T304 88,991 16,908 8,009 890 40 27 8,899 54,218
T304H 0 0 0 0 0 0 0
T304L 4,530,254 860,748 407,723 45,303 2,039 1,359 453,025 2,760,057
T316 519,686 88,347 62,362 5,197 234 156 51,969 12,992 298,430
T316 (.04 MIN CARBON ) 0 0 0 0 0 0 0 0
T316L 1,398,502 237,745 28,529 13,985 629 420 139,850 34,963 942,381
T316L (2.75% MOLY) 327,307 55,642 6,677 3,273 147 98 32,731 9,001 219,738
T317L 114,235 21,705 15,993 1,142 51 34 11,424 3,998 59,888
T309 0 0 0 0 0 0 0
T310S 40,514 10,128 5,672 405 18 12 4,051 20,227
T321 0 0 0 0 0 0 0
T347 0 0 0 0 0 0
HAST 276 21,100 4,220 12,238 211 9 0 2,110 2,312
ALLOY 20 0 0 0 0 0 0 0
OTHER HAST 0 0 0 0 0 0 0 0
A20CB3 7,798 1,560 2,807 273 78 4 0 780 2,297
904L 5,833 1,342 1,517 29 58 3 0 583 2,302
INCO 600 0 0 0 0 0 0 0 0
INCO 625 0 0 0 0 0 0 0 0
INCO 800 0 0 0 0 0 0 0 0
INCO 825 0 0 0 0 0 0 0 0
NICKEL 200 0 0 0 0 0 0 0 0
90-10 CUNI 31,030 4,654 22,341 155 310 14 0 3,103 451
70-30 CUNI 1,187 178 855 6 12 1 0 119 17
TITANIUM 0 0 0 0 0 0 0 0
6061 ALUM 0 0 0 0 0 0 0 0
5086 ALUM 0 0 0 0 0 0 0 0
OTHER ALUM 0 0 0 0 0 0 0 0
EVERDUR 655 0 0 0 0 0 0 0 0
Tantalum 253 38 182 1 3 0 0 25 4
Totals 7,086,692 1,303,216 574,907 464 70,867 3,189 2,106 708,669 60,954 4,362,320
Total Pounds  Chromium Nickel Copper Manganese Phosphorus Sulfur Silicon Molybdenum
32,627,175 5,808,439 3,697,572 11,880 557,345 14,637 9,043 3,252,741 405,090 18,770,429
Maximum Amount (2 months supply) 5,421,196 968,073 616,262 1,980 92,891 2,440 1,507 542,123 67,515 3,128,405
Area Affected by All Processing Methods (Approximate 1/16" strip)
44,008 7,859 5,003 16 754 20 12 4,401 548 25,396
\n.m.w. .
% of Total Above 17.86% 11.37%  0.04% 1.71% 0.05% 0.03% 10.00% 1.25% 57.71%




